
Stack Test Report Number Corresponding Ore Sampling Test File Name/Bates No. Date(s) of Tests/Samples Calciners Tested

CAE Project No. 7356‐2
SOLVAY2016_6_000004‐
SOLVAY2016_6_000249 1/11/1995; 1/12/1995; 1/17/1995 CA1&2, CA3

Certificate of Analysis No. H9 – 
9501685 – 01 SOLVAY8_000036 ‐ SOLVAY8_000038 1/17/1995

Certificate of Analysis No. H9 – 
9501685 ‐ 02 SOLVAY8_000039 1/17/1995

Certificate of Analysis L1‐9501765‐01 SOLVAY8_00047 ‐ SOLVAY8_54
Certificate of Analysis No. L1 – 

9501765 – 02 SOLVAY8_000040 ‐ SOLVAY8_000042  Sample dates not listed
Certificate of Analysis No. L1‐9501765‐

03 SOLVAY8_000055 ‐ SOLVAYI_000062 Sample dates not listed
Certificate of Analysis No. L1 – 

9501765 – 04 SOLVAY8_000063 ‐ SOLVAY8_000065 Sample dates not listed

Internal Ore Analysis Document #1 SOLVAY8_000077 ‐ SOLVAY8_000081 1/11/1995, 1/12/1995, 1/17/1995

Internal Ore Analysis Document #2 SOLVAY8_000073 1/11/1995, 1/17/1995

CAE Project No. 7473‐1
SOLVAY2016_6_000250‐
SOLVAY2016_6_000429 4/24 ‐ 4/28/1995 CA1&2, CA3

Certificate of Analysis No. L1‐9505083‐
01 SOLVAY8_000066 ‐ SOLVAY8_000072  4/27/1995

Certificate of Analysis No. L1‐9505083‐
02 (CA‐2) SOLVAY8_000043 ‐ SOLVAY8_000046  4/24 ‐ 4/28/1995

CAE Project No. 7473‐2 
SOLVAY2016_6_000430‐
SOLVAY2016_6_000610 4/28/1995 CA1&2, CA3
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Certificate of Analysis No. L1‐9505083‐
02 (CA‐2) SOLVAY8_000043 ‐ SOLVAY8_000046  4/24 ‐ 4/28/1995

CAE Project No. 7594
SOLVAY2016_6_000611‐
SOLVAY2016_6_000928 10/27/1995, 10/29/1995 CA1&2

No corresponding ore sample 
available

CAE Project No. 7594‐1
SOLVAY2016_6_000929‐
SOLVAY2016_6_001098 10/29/1995 CA3

No corresponding ore sample 
available

CAE Project No. 7629‐2
SOLVAY2016_6_001099‐
SOLVAY2016_6_001356 12/14/1995, 12/15/1995 CA1&2, CA3

No corresponding ore sample 
available

CAE Project No. 7747‐1
SOLVAY2016_6_001357‐
SOLVAY2016_6_001609 7/25/1996, 7/26/1996 CA1&2, CA3

No corresponding ore sample 
available

CAE Project No. 7747‐3
SOLVAY2016_6_001610‐
SOLVAY2016_6_001699

7/26/1996
CA1&2, CA3

No corresponding ore sample 
available

CAE Project No. 7837‐1
SOLVAY2016_6_001700‐
SOLVAY2016_6_001837

11/12/1996, 11/13/1996, 
11/14/1996 CA1&2, CA3

CBI
Solvay Lab Internal Ore Sampling

SOLVAY2016_6_CBI‐000001‐
SOLVAY2016_6_CBI‐000002 11/12 ‐ 11/14/1996

CAE Project No. 7955‐3
SOLVAY2016_6_001838‐
SOLVAY_2016_6_002175 5/22/1997, 5/28/1997, 5/30/1997 CA3

CBI
Solvay Lab Internal Ore Sampling

SOLVAY2016_6_CBI‐000001‐
SOLVAY2016_6_CBI‐000002 5/22/1997, 5/28/1997, 5/30/1997

CAE 8190‐1
SOLVAY2016_6_002176‐
SOLVAY2016_6_002382 1/21/1998 CA‐1&2, 3

SOLVAY2016_6_000002



Stack Test Report Number Corresponding Ore Sampling Test File Name/Bates No. Date(s) of Tests/Samples Calciners Tested

EPA 2016 Request # 6 ‐ Full Reports for VOC/HAPs Emissions Tests and Ore Sampling Tests

CBI
Solvay Lab Internal Ore Sampling

SOLVAY2016_6_CBI‐000001‐
SOLVAY2016_6_CBI‐000002

CAE 8250‐3
SOLVAY2016_6_002383‐
SOLVAY2016_6_002530 3/31/1998 CA3

CBI
Solvay Lab Internal Ore Sampling

SOLVAY2016_6_CBI‐000001‐
SOLVAY2016_6_CBI‐000002

AES No. 1457A
SOLVAY2016_6_002531‐
SOLVAY2016_6_002625 3/1/2001 CA4

CBI
Solvay Lab Internal Ore Sampling

SOLVAY2016_6_CBI‐000001‐
SOLVAY2016_6_CBI‐000002

Optimal Project No. 1001A
SOLVAY2016_6_002626‐
SOLVAY2016_6_002639 2/11/2010; 12/10/2009 CA1&2

CBI
Solvay Lab Internal Ore Sampling

SOLVAY2016_6_CBI‐000001‐
SOLVAY2016_6_CBI‐000002 2/11/2010; 12/10/2009

Optimal Project No. 1301A
SOLVAY2016_6_002640‐
SOLVAY2016_6_002683 4/19/2013 CA1&2  

CBI
Solvay Lab Internal Ore Sampling

SOLVAY2016_6_CBI‐000001‐
SOLVAY2016_6_CBI‐000002 4/19/2013

 

SOLVAY2016_6_000003




